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ENVIRONMENTAL CHEMISTS

August 30, 1991
august 20, 1991
Metro Self-Monitor, PO #21264

FOR SELECTED METALS BY ICP (6010)
Rasults Reported as mg/L (ppm)

Sample # Chromium Copper
M21264 0.69 0.20
Quality Assurance
Method Blank <0.02 <0.02
M21264

(Duplicate) 0.70 0.20
M21264

{(Matrix Spilke)

Percent Recovery 98% 08%

M21264

(Matrix Splke Duplicate)
Percent Recovery 26% 94%

Spike Level

5. 5

Nickel

0.33

96%

92%
10

Zinc

<0.02

<0.02

<0.02

94%

91%
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FRIEDMAN & BRUYA, INC.
ENVIRONMENTAL CHEMISTS
! 3008-B 16th Avenue West
JAa'::;:“B,J g‘;:y}:‘:’;:mnan Scattlc, WA 98119
(Q06) 2R5-8282 FAX: (206) 283-5044

August 30, 1991

Greg Speer, Project Leader
Alaskan Copper

628 South Hanfoxrd

Seattle, WA 928134

Dear Mr. Speer:
Enclosed are the results of the analyses of the sanple

submitted on August 20, 1991 from Project 7238, Metro Self-
Monitor, PO #21264.

Wwe appreciate this opportunity to be of service to you on
this project. If you have any questions regarding this
material, or if you just want to discuss any aspect of your
projects, please do not hesitate to contact me.

Sincegtely,

Mark Z Perin, Chemist
MZP/ fae

Enclosures

AKC-0014259



